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A B S T R A C T

Microwave assisted water extraction of hybrid carrageenan and antioxidant compounds from Mastocarpus stel-
latus red alga was first proposed to recover biopolymers with specific rheological properties, saving time,
avoiding chemicals and enhancing extraction yields when compared with conventional treatments. The hybrid
carrageenans, precipitated from the liquid fractions recovered after microwave assisted water extraction were
analyzed by Fourier transform infrared attenuated total reflectance, high-performance size-exclusion chroma-
tography and rheology. The corresponding soluble extracts were also characterized by total phenolic content,
antioxidant capacity, proteins, sulfate and carbohydrate content. The highest phenolic, antioxidant capacity and
sulfate content were observed at 190 °C, without notable effect of heating time between 3 and 6 min. In contrast,
a clear impact of both microwave heating temperature and time on the molecular weight distribution of hybrid
carrageenans as well as on the viscoelastic behavior of formulated hydrogels was identified, being the strongest
hydrogels achieved at 170 °C for 6 min. It should be highlighted that all proposed hydrogels exhibited stable
mechanical properties in the absence of syneresis for a month of cold storage, except those made with biopo-
lymers obtained with the mildest extraction conditions (3 min at 70 °C).

1. Introduction

In the last decade, there has been a growing interest in the macro-
algae because they are rich sources of unique bioactive and biopolymer-
based compounds with great potential for the food and non-food sector
[1,2]. Macroalgae are generally classified in the following three groups,
Chlorophyta (green algae), Phaeophyta (brown algae) and Rhodophyta
(red algae) [3,4]. Namely, the Rhodophyta are rich in bioactive com-
pounds such as proteins, carotenoids, phenolics or vitamins [5] as well
as an important source of gelling biopolymers like carrageenan or agar,
which represents about 20% on dry basis [6].

Carragenophyte seaweeds produce different carrageenan types like
kappa-, iota- or lamba- and are widely distributed by the western and
eastern coasts of the North to mid-Atlantic [6]. These polysaccharides
are sulfated galactans which are produced mainly by Gigartinales spe-
cies as their main cell-wall material [7]. Carrageenans can have gelling,
thickening and emulsifying properties [8], representing a huge growing
market of several millions dollars [9,10]. This relevant fact can be ex-
plained taking into account that carrageenan is a natural polymer and
the world is more and more concerned about sustainability issues [11].
A number of factors can affect the chemical structure of the

carrageenan and thus the gel properties such as alga culture conditions,
season when collected, algae health or disease state, maturity degree,
post-harvest storage or processing conditions. The extraction method of
these biopolymers and the involved conditions with parameters such as
temperature, pH or time can also dramatically impact the biopolymer
properties and consequently the mechanical features of the gel [12].

Model red seaweeds as Mastocarpus stellatus, which is an important
biomass on the Atlantic coast of Spain and Portugal, can be a suitable
alternative for the carrageenan production [11]. This seaweed is con-
sidered as a model because it shows a wide geographical distribution
with limited variability in the chemical structure of extracted kappa-
iota carrageenan attributable to the collection site conditions [7].
Moreover, it is a promising candidate for integrated multitrophic
aquaculture and thus a future sustainable resource for the production of
hybrid carrageenan in Europe [13,14]. Namely, this seaweed produce
kappa/iota- hybrid carrageenans, which are natural polyelectrolyte
copolymers made of blocks of kappa- (sequences of alternating 3-linked
β-D-galactopyranose with a sulphate group on the fourth carbon of the
sugar ring and 4-linked α-D-anhydrogalactopyranose) and blocks of
iota- (sequences of alternating 3-linked β-D-galactopyranose with a
sulphate group on the fourth carbon of the sugar ring and 4-linked α-D-
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anhydrogalactopyranose bearing a sulphate group on the second carbon
of the anhydro ring). These biopolymers commonly show enhanced
mechanical properties when compared with individual kappa or iota
carrageenan, exhibiting intermediate gelling properties [15,16].
Namely, kappa carrageenan can provide hard, strong or brittle gels,
whereas iota carrageenan commonly forms soft and weak gels. Thus,
the hybridization allows the formation of a strong elastic gel [15]. The
kappa/iota hybrid carrageenan gels can have many applications in
different industries [16]. It could be used in the dairy industry for
cakes, in cosmetic for creams or lotions, in the pharmaceutical industry
for semi-synthetic antibiotic production, in chemicals for paints or shoe
polish, in experimental medicine for the testing of anti-inflammatory
drugs or in biotechnology to immobilize cells/enzymes, among many
others [17,18,19].

Microwave assisted extraction (MAE) is a relatively new, green and
scalable process for the recovery of high valuable natural compounds
[10,20,21,22], that could also be an attractive alternative for the re-
covery of hybrid carrageenans or antioxidants from macroalgae
[23,24]. MAE allows a fast and uniform extraction, compact equipment,
fast start-up, short time, less solvent and energy, which can be ex-
plained by the effect of microwaves on molecules by ionic conduction
and dipole rotation [25,26]. Some authors [27] studied the microwave-
assisted alkaline modification of red seaweed galactans to enhance their
gelation behavior, accelerating the reaction several times with respect
to that performed with conventional heating [18,23]. Later works in-
dicated the integrity of the polysaccharides treated by MAE was not
affected by this procedure [28]. However, a thermal degradation of
some components can occur [29,30,31].

In this context, the main objective of this novel work is to study the
impact of microwave assisted extraction on the properties of the hybrid
carrageenans and antioxidant compounds recovered from Mastocarpus
stellatus for the integral valorization of this model red seaweed. For this

purpose, the composition of the soluble extracts and the physical
characterization of the gelling biopolymers obtained at different mi-
crowave processing conditions, as well as the rheological character-
ization of the corresponding gels were analyzed.

2. Materials and methods

2.1. Raw materials

Dehydrated Mastocarpus stellatus algae of ecological production
(moisture content of 11.54 ± 0.25%, w.b. and ash content of
17.83 ± 0.19%) were provided by Porto Muíños company (A Coruña,
Spain). Algae were stored in closed dark plastic bags at room tem-
perature before and after being milled until to be processed.
Fundamental chemical properties of the raw material were reported in
a parallel work [24].

2.2. Microwave assisted extraction

Milled algae (average particle size < 200 μm) were processed by
Microwave Assisted Extraction (MAE) using a Microwave reactor
Monowave 450 with autosampler Mas 24 (Anton Paar, Austria) for the
recovery of high valuable compounds. Particularly, dried milled algae
and distilled water were added in the microwave vials at a solid liquid
ratio of 1:30 (w:w). Preliminary trials were performed to choose the
operation conditions taking into account the outcomes achieved in
previous works with seaweeds [32]. The first set of samples were he-
ated for a microwave time (tMAE) of 3 min at a wide range of tem-
peratures: 70, 90, 130, 150, 170, 190 °C and the second set of samples
were heated for tMAE of 6 min at the same temperatures. Then, both
were cooled until 55 °C. Subsequently, the liquid fraction was separated
from the solid one by vacuum filtration. The samples were kept in the
freezer until further use.

One volume of the liquid fraction obtained by MAE was precipitated
with one volume of ethanol (96%, Sigma-Aldrich, USA). The precipitate
was separated by filtration if necessary. Then, the recovered biopo-
lymer was dried in an oven at 40 °C. The dried carrageenan was
weighed to obtain the yield (g hybrid carrageenan/g dried alga powder)
[12].

2.3. Composition analysis of the soluble extracts

2.3.1. Total phenolic compounds
Total phenolic content of the soluble extracts obtained by MAE was

determined by the Folin-Ciocalteau method [33]. The results were
given as grams of Gallic Acid Equivalents (GAE). This is a spectro-
photometric method in which it was necessary to mix 0.25 mL of so-
luble extracts or gallic acid (CAS no. 149-91-7, Sigma-Aldrich, USA)
used as reference, 1.875 mL of distilled water, 0.175 mL of Folin re-
agent (CAS no. 7647-01-0, Panreac Química, Spain): water (1:1, v/v)

Fig. 1. General scheme of Mastocarpus stellatus treatment by microwave assisted extraction. MW: Microwave, RSL: Solid liquid ratio, FTIR: Fourier transform infrared
attenuated total reflectance, HPSEC: high-performance size-exclusion chromatography.
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and 0.25 mL of 10% sodium carbonate solution (CAS no. 497–19-8,
Sigma-Aldrich, USA). After leaving the test tubes for 60 min without
light, the absorbance was measured at 765 nm.

2.3.2. Antioxidant capacity
Antioxidant characteristics of the soluble extracts were obtained by

the ABTS (2, 2′-azinobis (3-ethylbenzothiazoline-6-sulfonic acid))

radical scavenging method [34]. The used unit was Trolox Equivalents
Activity Antioxidant (TEAC). This is a spectrophotometric method in
which it was necessary to add 1 mL of diluted ABTS (CAS no.
30931–67-0, Sigma-Aldrich, USA) (until the absorbance was 0.7–0.72)
to 10 μL of soluble extracts or Trolox (6-hydroxy-2,5,7,8-tetra-
methylchroman-2-carboxylic acid) (CAS no. 53188–07-1, Sigma-Al-
drich, USA). The test tubes had to be in bath at 30 °C. Six minutes after
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Fig. 3. Influence of microwave assisted extraction (MAE) temperature and heating time on a) total phenolic content, b) Trolox equivalents activity antioxidant
(TEAC) value, c) protein content, and d) sulfate content of the extracts. Symbols: time of 3 min (blue bars), time of 6 min (orange bars). Data values were presented as
average ± standard deviations (n = 3). (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.)

Table 1
Carbohydrate content for soluble extracts recovered from microwave assisted extraction (MAE) at different microwave heating temperatures (70–190 °C) and times
(3 and 6 min).

Composition 70 °C 90 °C 130 °C 150 °C 170 °C 190 °C

Time, 3 min Glucose (%) 4.1 ± 0.1e 4.9 ± 0.3d 6.2 ± 0.2c 6.8 ± 0.1b 7.3 ± 0.1a 5.8 ± 0.1c

Xylose (%) 1.5 ± 0.1d 2.0 ± 0.1c 2.6 ± 0.2b 2.8 ± 0.1b 3.2 ± 0.1a 1.7 ± 0.4c,d

Galactose (%) 19.7 ± 0.4e 22.4 ± 0.8d 29.2 ± 1.1c 30.6 ± 0.6b 32.8 ± 0.5a 23.9 ± 1.2c

Acetic acid (%) 31.6 ± 0.5a 30.9 ± 0.9a 29.1 ± 0.2b 20.1 ± 0.8c 15.5 ± 0.6d 13.8 ± 0.5e

Formic acid (%) 3.9 ± 0.2d 4.1 ± 0.1d 4.6 ± 0.2c 5.5 ± 0.3b 6.0 ± 0.2a 6.1 ± 0.1a

Time, 6 min Glucose (%) 4.5 ± 0.5e 5.1 ± 0.4d 6.0 ± 0.4c 6.9 ± 0.2b 7.5 ± 0.2a 5.9 ± 0.3c

Xylose (%) 1.7 ± 0.3d 2.1 ± 0.1c 2.8 ± 0.3b 2.9 ± 0.1b 3.4 ± 0.2a 1.9 ± 0.2c,d

Galactose (%) 19.9 ± 0.3e 22.0 ± 0.5d 29.5 ± 0.9c 31.5 ± 0.5b 33.3 ± 0.7a 22.5 ± 1.5c

Acetic acid (%) 31.9 ± 0.3a 31.4 ± 0.5a 29.6 ± 0.4b 20.9 ± 0.4c 16.0 ± 0.2d 14.1 ± 1.0e

Formic acid (%) 3.5 ± 0.1e 4.3 ± 0.2d 4.9 ± 0.4c 5.7 ± 0.3b 6.2 ± 0.3a 6.7 ± 0.6a

Data values are presented as average ± standard deviations (n = 3). Data values in a raw with different superscript letters are significantly different at the p ≤ 0.05
level.



the addition of diluted ABTS reagent, the absorbance was measured at
734 nm.

2.3.3. Protein content
Protein content of the soluble extracts was obtained by the Bradford

method [35]. This is a spectrophotometric method which consists in the
addition of 790 μL of distilled water and 200 μL of Bradford reagent
(CAS 6104-58-1, Sigma-Aldrich, USA) to 10 μL of soluble extracts or
Bovine Serum Albumin (BSA) (CAS no. 9048-46-8, Sigma-Aldrich,
USA). After an incubation of 5 min at the room temperature, the ab-
sorbance was measured at 595 nm.

2.3.4. Sulfate groups
Free sulfate content of the soluble extracts was determined by ge-

latin‑barium chloride method [36]. This is a spectrophotometric
method which consists in mixing 0.2 mL of soluble extracts, 3.8 mL of
4% trichloroacetic acid (TCA) (CAS no. 76–03-9, Sigma-Aldrich, USA)
and 1 mL of gelatin – barium chloride reagent. This reagent was pre-
pared by adding 0.5 g of gelatin powder (CAS no. 9000-70-8, Sigma-
Aldrich, USA) in 100 mL of hot water (60–70 °C) and let at 4 °C for at
least 6 h, before adding 0.5 g of BaCl₂ (CAS no. 10361–37-2, Sigma
Aldrich, USA). After leaving the test tubes for 15 min at room tem-
perature, the absorbance was measured at 500 nm.

2.3.5. Monosaccharide analysis
Liquid samples obtained by MAE were filtered through 0.45 μm

membranes, neutralized with barium carbonate (CAS no. 513-77-9,
Thermo Fisher Scientific, Belgium) before HPLC analysis of carbohy-
drate compounds. These measurements were conducted on a 1100
series Hewlett-Packard chromatograph (IR detector) operating with a
300 × 7.8 mm CARBOsep CHO 682 column (Transgenomic, Glasgow,
U.K.) at 80 °C using Milli Q water as mobile phase (0.4 mL/min). Other
carbohydrate components were determined by HPLC using
300 × 7.8 mm Aminex HPX87H column (BioRad, Hercules, CA) op-
erating at 60 °C with 0.003 M H2SO4 (CAS no. 7664-93-9, Sigma-
Aldrich, USA) at 0.6 mL/min as mobile phase. The content of oligo-
saccharides was determined after quantitative posthydrolysis (8% sul-
furic acid at 121 °C, 20 min). Glucose, xylose, and galactose (Sigma
Aldrich, Missouri, USA) were used as standards.

2.4. Physical characterization of the extracted biopolymer

2.4.1. Fourier transform infrared attenuated Total reflectance
The carrageenan fractions were determined by Fourier Transform

Infrared Attenuated Total Reflectance (FTIR-ATR). The measurements

were conducted on a Nicolet 6700 spectrometer from 500 to 1500 cm−1

at room temperature for the qualitative characterization of the ex-
tracted carrageenan, as detailed elsewhere [37].

2.4.2. High-performance size-exclusion chromatography
The molar mass distribution of extracted carrageenan was analyzed

by high-performance size-exclusion chromatography (HPSEC) using
two 300 × 7.8 mm TSKGel G3000PWXL and G2500PWXL columns in
series (Tosoh Bioscience, Stuttgart, Germany), a 40 × 6 mm PWX-
guard column at 70 °C with a refractive index detector. Milli Q water
(0.4 mL/min) was used as a mobile phase. Dextrans (Fluka Chemie AG,
Buchs, Switzerland) with molar masses between 1000 and 80,000 g/
mol were used as standards.

2.5. Rheology of the developed hydrogels

Aqueous hybrid carrageenan solutions were made at 1.0 w/w (0.5%
at the highest yields) and a fixed ionic strength (0.1 mol/L potassium
chloride (CAS no. 7447-40-7, Sigma-Aldrich, USA). The used conditions
were chosen based on the results previously reported for this alga using
conventional extraction procedures [12]. Note here that the potassium
chloride solutions were prepared by dissolving potassium chloride
powder in distilled water. Hybrid carrageenan solutions were prepared
by dissolving biopolymers at 70–80 °C under strong stirring until the
complete dissolution of carrageenan. Then, the solutions remained in
the fridge at 5 °C for at least 24 h to allow the full maturation of the
gels.

The rheological behavior of above prepared hydrogels was de-
termined on a stress-controlled rheometer (MCR 302, Anton Paar, Graz,
Austria) using parallel plates (25 mm diameter and 1 mm gap). To
prevent evaporation, the samples were covered with paraffin oil. First,
the samples were kept during 5 min at 25 °C to allow temperature
equilibration. Then, frequency sweep tests were conducted from 0.1 to
10 Hz, at 10 Pa and at 25 °C.

2.6. Statistical analysis

All measurements were performed at least in triplicate. One-factor
analysis of variance was employed to the statistical analysis of the ex-
perimental data using PASW Statistics v.22 software (IBM SPSS
Statistics, New York, USA). A Scheffé test was carried out to distinguish
means with a 95% of confidence (p < 0.05).

3. Results and discussion

3.1. Microwave assisted processing

The influence of the heating time and temperature during the mi-
crowave assisted water extraction of Mastocarpus stellatus was studied
following the scheme presented in Fig. 1. After extraction, the solid
phase was discarded, and the extract was analyzed for carrageenan and
other high valuable compounds. Fig. 2 shows the heating and cooling
profiles during water extraction in the microwave assisted process. Note
here that the required times are significantly shorter than in a con-
ventionally heated equipment as found in an ongoing work for Masto-
carpus stellatus and other marine biomass [38]. Fast microwave treat-
ments with satisfactory results were also previously reported for the
alkaline modification of red seaweed galactans using a sharp domestic
microwave [27]. It should be noteworthy that microwave extraction
times of 3–6 min can provide thermal profiles comparable to those
attained in conventionally heated equipment.

3.2. Composition of microwave-treated soluble extracts

The impact of different microwave-assisted treatments on the anti-
oxidant features of some sources of marine biomass has been reported
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[27]. This eco-friendly treatment not only can accelerate the extraction
process, but also promote the recovery of fractions rich in phenolic or
sulfate compounds selecting the adequate processing conditions
[25,28,39]. Fig. 3 shows that there is no influence of the heating time
between 3 and 6 min at different temperatures on the extract compo-
sition. The highest phenolic and sulfate content were observed at
190 °C, but the protein content was similar between 150 and 190 °C.
The magnitudes of above components were consistent with those pre-
viously reported for carrageenophyte red seaweeds using MAE-assisted
treatments [28] or conventional alkaline/acid treatments [40,41,42]. A

dramatic increase in the ABTS radical scavenging capacity was ob-
served at 190 °C, more marked than the rise in the phenolic content.
Probably this activity was due not only to the phenolic content, but also
to other components. Similar behaviors highlighting a high increase in
yields using optimized microwave aqueous extraction conditions
(algae: solvent ratio 1:30, 160 °C, 3 min) were previously reported for
other marine biomass [25]. Higher total phenolic content and anti-
oxidant activity values using this green technique when compared with
conventional liquid-solid extractions was also reported in a compre-
hensive recent review for different macroalgae [39]. Higher bioactive

a)

b)

500 600 700 800 900 1000 1100 1200 1300 1400 1500
Wavenumber (cm-1)

70 ºC

190 ºC

170 ºC

150 ºC

130 ºC

90 ºC

80
5

12
40

93
0

84
5

500 600 700 800 900 1000 1100 1200 1300 1400 1500
Wavenumber (cm-1)

70 ºC

190 ºC

170 ºC

150 ºC

130 ºC

90 ºC

80
5

12
40

93
0

84
5

Fig. 5. Fourier transform infrared attenuated total reflectance spectra of hybrid carrageenan obtained by (a) 3 min and (b) 6 min of microwave assisted extraction
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compounds than those reported for Mastocarpus stellatus and other si-
milar red seaweeds using conventional techniques (sulfate, 0.6–3.9 g/
100 g, protein, 0.1–3.4 g/100 g, 4.9 μmol Trolox equivalents/g) was
also reported [41,43].

Overall, the extracts obtained at 190 °C mainly contained 12%
phenolics, 23% protein and 51% carbohydrates. Concerning the latter
compounds, fundamental content for MAE soluble extracts treated at

tested temperature and time conditions are summarized in Table 1.
Again, no statistical impact of microwave heating time on carbohy-
drates compositions was found. However, a clear impact of microwave
heating temperature was observed, with the highest carbohydrate
content (around 66%) at 170 °C. The obtained carbohydrates are in well
harmony with those previously reported for red seaweeds [44,45].
Glucose, xylose and galactose contents increased with rising heating

a)

b)

0

200

400

600

800

1000

1200

1400

0 5 10 15 20 25 30 35 40 45 50

De
te

ct
or

 re
sp

on
se

Time (min)

70 °C
90 °C
130 °C
150 °C
170 °C
190 °C

DX
 1

00
0

DX
 5

00
0

DX
 1

20
00

DX
 2

50
00

DX
 5

00
00

DX
 8

00
00

0

500

1000

1500

2000

2500

3000

3500

4000

4500

0 5 10 15 20 25 30 35 40 45 50

De
te

ct
or

 re
sp

on
se

Time (min)

70 °C
90 °C
130 °C
150 °C
170 °C
190 °C

DX
 1

00
0

DX
 5

00
0

DX
 1

20
00

DX
 2

50
00

DX
 5

00
00

DX
 8

00
00

Fig. 6. High-performance size-exclusion chromatography elution profiles of hybrid carrageenan obtained by (a) 3 min and (b) 6 min of microwave assisted extraction
(MAE) heating time. Note here that standard deviations were lower than 1% in all cases (n = 3).

0.01

0.1

1

10

100

1000

0.1 1 10

G
', 

G
'' 

(P
a)

Frequency (Hz)

70 °C 3 min G'
70 °C 3 min G''
70 °C 6 min G'
70 °C 6 min G''

10

100

1000

0.1 1 10

G
', 

G
'' 

(P
a)

Frequency (Hz)

150 °C 3 min G'
150 °C 3 min G''
150 °C 6 min G'
150 °C 6 min G''

Fig. 7. Mechanical spectra (G': elastic modulus, G": viscous modulus) of representative hydrogels formulated with extracted hybrid carrageenan (1%, w/w). Note here
that the visualization scale of y-axis of both plots is different. Note here that in all cases deviations were lower than symbol sizes.



temperature up to 170 °C, whereas their content significantly dropped
at the highest tested temperature, which suggests some polysaccharides
degradation at the highest processing temperatures [25,26]. It should
be highlighted that the carbohydrates recovered in soluble extracts
treated at 170 °C are even higher than those obtained from other similar
red seaweeds treated using enzyme- or ultrasound- assisted extraction
methods [46]. Note here that acetic acid significantly decreased over
the tested temperature range; whereas formic acid exhibited the reverse
trend.

3.3. Physical properties of the extracted biopolymers

The hybrid carrageenan separated from the liquid extracts was also
characterized. Fig. 4 presents the yield of the biopolymers obtained
after microwave treatment of Mastocarpus stellatus red seaweed. The
extraction time was influential at temperatures under 150 °C, but less
important at higher temperatures. This behavior can be related with the
solubilization temperatures of hybrid carrageenans, which is around
90 °C for conventional extraction procedures [12]. Moreover, the ex-
traction yield showed a maximum of 60% at 150 °C, more than double
the yield attained at 190 °C. Even though, the hybrid carrageenan ex-
traction yields were improved using microwave assisted extraction
when compared with long optimized conventional procedures, except
at the milder conditions (70 °C) where similar magnitudes were iden-
tified. Namely, yields from conventional carrageenan extraction treat-
ments for these type of carragenophyte seaweeds are usually around
20% [9,10].

Fig. 5 shows the corresponding FTIR-ATR spectra of extracted hy-
brid carrageenans, mainly made for kappa and iota disaccharide units
in the backbone. In general, data in plot shows that the extraction time
did not notably influenced the FTIR-ATR profiles, although some at-
tenuation in the intensities were observed at 190 °C for 3 min and
70–90 °C for 6 min. In all cases, the characteristic iota (at 805 cm−1)
and kappa (at 845 cm−1) bands corresponding to 3,6-anhydro-ga-
lactose-2-sulfate and galactose-4-sulfate, respectively, were clearly
identified [40]. The existence of 3,6-anhydro-galactose was corrobo-
rated by a relatively strong IR absorption band at 930 cm−1. Extracted
carrageenans also featured a wide band at 1240 cm−1 ascribed to the
S]O stretching vibration of the sulfated groups [37]. Consequently, the
obtained FTIR profiles for Mastocarpus stellatus extracts are consistent
with those described for kappa/iota-hybrid carrageenans from a
number of red seaweeds [12,34]. In order to estimate the kappa/iota

carrageenan hybridization, the intensity ratio of IR absorption bands at
805 and 845 cm−1 was calculated as previously described [41]. For all
samples, the estimated ratios presented values between 0.29 and 0.35,
showing the prevalence of kappa against iota carrageenan nature. This
behavior is consistent with the outcomes previously found for carra-
geenans from Mastocarpus stellatus using conventional alkali treatments
with values of hybridization around 0.31 [41,47].

The molecular weight distribution in the hybrid carrageenan ex-
tracted at 3 and 6 min is presented in Fig. 6. No peaks in the studied
interval were observed for the extracts obtained at 70 °C. The extracts
obtained at higher temperatures showed peaks under 1 kDa and higher
than 80 kDa. The extracts obtained after 3 min at 90 and at 130 °C
showed two peaks higher than 80 kDa, but at higher temperatures or at
6 min heating time, only one peak was observed. The signals of these
peaks increased with the extraction temperature and were maximal in
the extracts obtained at 130 and 150 °C when the extraction time was
3 min and at 170 °C for the extracts produced after 6 min. The intensity
of the signals was three times higher for the extracts obtained at 6 min.
The molecular weights of extracted hybrid carrageenans are consistent
with those previously reported for other edible carrageenophyte red
seaweeds [12]. The average molecular weights of those hybrid carra-
geenans recovered at 170 °C for 6 min are comparable with equivalent
commercial kappa and iota- carrageenans [13]. To sum up, the range of
molecular weight distributions obtained in extracted hybrid carragee-
nans is a critically relevant feature in order to achieve biopolymers with
a wide range of mechanical properties [1,48].

3.4. Mechanical characterization of formulated hybrid carrageenan
hydrogels

Fig. 7 shows the viscoelastic behavior at 25 °C of representative
kappa/iota- hybrid carrageenans (1%, w/w) prepared in KCl (0.1 mol/
L). Most systems presented elastic and viscous moduli independent of
frequency with the elastic modulus larger than the viscous one over the
tested frequency, which is indicative of gel materials [48]. Note here
that only very weak gel properties were identified for those systems
formulated with hybrid carrageenans extracted at the milder micro-
wave conditions (70 °C for 3 min), which is consistent with the mole-
cular weight distribution profiles aforementioned. Another developed
hydrogels here featured intermediate strength according the elastic and
viscous moduli values. Similar viscoelastic tendencies were observed
for those systems formed at lower carrageenan content (0.5%, w/w),
although with lower values (around half) of both moduli and then
weaker gelling characteristics. The achieved viscoelastic magnitudes
are in the range of those previously reported for other hybrid carra-
geenans extracted using conventional procedures [12,47,49].

The impact of microwave heating temperature and time on me-
chanical properties of formulated hydrogels can be clearly observed in
Fig. 8. In general, G'gel (1Hz) increased with increasing microwave
temperature and time up to 170 °C, which involves the enhancement of
the gel strength. A higher effect of both parameters was identified at
higher biopolymer content. Note here that no gels were achieved with
hybrid carrageenans at 190 °C independently of extraction time at se-
lected ionic strengths, may be related with the small signals observed in
HPSEC profiles. This suggests that higher biopolymer content or ionic
strength should be tried to obtain hydrogels for this carrageenan [13].
Overall, analyzing jointly the carrageenan extraction performance and
the mechanical properties of the corresponding hydrogels, it seems that
hybrid carrageenans treated between 150 and 170 °C for 6 min pre-
sented the most adequate biopolymer features.

4. Conclusions

Microwave assisted water extraction of hybrid carrageenans, pro-
teins, carbohydrates and antioxidant compounds from Mastocarpus
stellatus red alga was tested using an environmentally friendly process
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with enhanced extraction yields. A noticeable effect of microwave
temperature was observed on the recovered soluble extracts properties,
achieving the maximum values of proteins at 150 °C, of carbohydrates
at 170 °C and of antioxidants at 190 °C. Concerning the gelling biopo-
lymer fractions, the most adequate microwave treatment to obtain the
highest yields is 150 °C for 6 min. This microwave heating temperature
should be increased up to 170 °C whenever it is sought to promote the
strength of the hydrogels. Hybrid carrageenan-based hydrogels with
stable viscoelastic properties and intermediate strength can be devel-
oped with the proposed microwave processing conditions. Another
important industrial benefit is the absence of syneresis of the above
hydrogels. Overall, it should be noteworthy that this novel work pro-
vided a set of kappa/iota - hybrid carrageenans with potential appli-
cations in food and non-food sectors to develop functional hydrogels,
resulting from algae processed to different microwave heating tem-
peratures for times, without jeopardizing the mechanical characteristics
of the corresponding hydrogels.
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