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a b s t r a c t 

The continuous growth in the manufacture of aerospace components such as blisks has led to an increase

in the application of different hybrid materials fabricating methods, and thus the requirements for join- 

ing and strengthening of dissimilar welds. According to this goal, selective laser melted (SLM) Inconel

718 was joined with forged AD730 TM Nickel-based superalloy through linear friction welding (LFW) in 

this study. Microstructure variation, specifically with respect to secondary phases precipitation was in- 

vestigated. The microhardness and strengthening mechanisms of the weldment were also studied. The

precipitation (volume fraction and size of particles) at different regions of both sides of the weld line

was characterized. Close to the weld line, the dissolution of γ ’/ γ " and Laves phases and grain refinement 

occurred which reveals the effects of both compression strain and high temperature on recrystallization

and high degree of elemental diffusion in the weld zone (WZ). It is shown that the size, volume fraction,

and shape of secondary phases increased and changed (from spherical to long-striped for Laves particles)

as we went from the WZ toward the base metal. However, the measured microhardness indicated that

the strength of AD730 TM alloy depends significantly on the grain size, while strength in SLM Inconel 718 

was dominated by shape (or size) and the presence of secondary phases ( γ ’/ γ " and Laves). 
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. Introduction

The demand for joining different components by welding dis- 

imilar materials is growing continuously for the aerospace indus- 

ry. Among the various techniques, friction based solid-state weld- 

ng processes are well suited for joining dissimilar alloys as they 

o not suffer from weld shrinkage and cracking which are very 

ommon in fusion based techniques [ 1 , 2 ]. The welding can be re-

lized by rotating or linear movement of one part against another 

art that is maintained stable in a static position while a compres- 

ive load is exerted. During linear friction welding (LFW), a recipro- 

ating movement and a normal pressure are, imposed on the two 

urfaces to be joined. Due to the frictional force and accumulated 

icro-plastic mechanical strain under the contact surface, the heat 

enerated increases the temperature at contact surfaces. When the 

emperature becomes high enough to decrease the plastic flow 

imit and increase the ductility of the two materials, a forging pres- 
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ure is applied in the last step to weld them together. Hence, this 

echnique can be suitable for assembling dissimilar materials [ 1 , 3 ]. 

his thermomechanical deformation process imposes three differ- 

nt zones away from the weld interface: weld zone (WZ), where 

he highest deformation and temperature are achieved, the ther- 

omechanical affected zone (TMAZ) where material experiences 

mall scale thermo-plastic yielding, and the heat-affected zone 

HAZ) where the material is only affected by the heat of welding, 

espectively. Beyond the HAZ, the base metal (BM) is remained free 

f thermomechanically-induced changes [ 1 , 3 ]. 

Selective laser melting (SLM) as a laser powder bed fusion 

LPBF) method is being developed as an economically viable tech- 

ology for fabricating Ni-based superalloy with the complex ge- 

metries in aerospace industries and also as an advanced tech- 

ique for component repair. Gas turbine blades are known for their 

omplex geometries and high time to market delay [4-7] . To be 

ble to fully utilize the SLM process as a commercial production 

rocess, welding of its components with complex geometries will 

e an issue [ 8 , 9 ]. Welding is the main joining method for metal-

ic materials and thus, a combination of LFW and SLM which are 

https://doi.org/10.1016/j.jmst.2021.03.086
http://www.ScienceDirect.com
http://www.elsevier.com/locate/jmst
http://crossmark.crossref.org/dialog/?doi=10.1016/j.jmst.2021.03.086&domain=pdf
mailto:Mohammmad.Jahazi@etsmtl.ca
https://doi.org/10.1016/j.jmst.2021.03.086


t

t

T

i

e

l

m

N

o  

a

a

b

A

s

f

m

t

c

s

t

m

e

i

s

a

a

m

t

l

w

w

c

o

w

i

[  

W

p

c

i

e

l

e

w

h

e

h

n

s

w

t

[

a  

p

a

p

b

[

b

t

i

m

b

j

A

o

t

i

o

s

T

c

o

t

a

t

2

T

b

t

i

t

c

W  

a

a

o

H

a

a

a

f

Z

s

f

f

S

b

f

a

f

t

r

b

a

i

a

p

L

s

t

(

w

p

a

c

p

s

c

t

c  

t

wo advanced techniques could open new possibilities for the gas 

urbine industry as well as for other high value-added industries. 

he behavior of SLM-manufactured material during welding is an 

mportant concern that needs to be investigated. 

The Ni-based superalloys are used extensively for the aerospace 

ngine, gas turbines, and nuclear applications due to their excel- 

ent mechanical properties at high temperatures. These alloys are 

ainly strengthened by precipitation mechanisms, either by γ ʹ, 
i 3 (Al, Ti) in AD730 TM , Waspaloy, and U720Li or by a combination 

f γ ʺ (Ni 3 Nb) and γ ʹ (Ni 3 (Al, Ti)) in Inconel 718 (IN718) [ 10 , 11 ]. In

ddition, alloying elements such as Co, Fe, Cr, Ti, Al, Nb, Mo, W, 

nd Ta provide an extra strengthening of the gamma phase matrix 

y solid solution mechanism ( σ ss ) [12–16] . 

To date, some similar LFW of Ni-superalloys such as IN718 [17] , 

D730 TM [18] , Waspaloy [19] , and GH4169 alloy [20] have been 

uccessfully joined by LFW, while few works have been reported 

or LFW of dissimilar Ni-based superalloys. Compared to similar 

aterials welding, dissimilar welds are generally more difficult 

o be successfully achieved due to the different thermomechani- 

al properties of the two base materials [21–26] . LFW conditions, 

uch as friction and forge pressures, strain, strain rate, tempera- 

ure, heating and cooling rates, could affect the microstructure of 

aterials during the welding process at different zones. Karadge 

t al . [27] reported the specific difficulties encountered when weld- 

ng a single-crystal superalloy CMSX4 to polycrystalline a Ni-based 

uperalloy RR10 0 0 having extremely different microstructures. The 

uthors also briefly mentioned the variation of microstructure 

cross the weld line, but no mechanical properties of the weld- 

ent were reported. Huang et al. [26] applied the inertia fric- 

ion welding (IFW) method to weld 720Li superalloy to IN718 al- 

oy. Their results showed weld free of micropores and microcracks 

ith no significant chemical migration of alloy elements across the 

eld line. The authors observed a significant variation of the mi- 

rostructure, which resulted in a partial or full dissolution of sec- 

ndary precipitates ( γ ʹ, γ ʺ, and δ phases) in the region close to 

eld because of drastic thermal-mechanical solicitation experienc- 

ng by sever high plastic deformation loading. It has been reported 

 1 , 21 , 23 , 28 ] that for some IFW or LFW of Ni-based superalloys, the

Z is free of secondary precipitate phases. Jokisch et al. [29] re- 

orted that the dissolution of Laves, γ ʹ, and γ ʺ phases have oc- 

urred near the weld line region because the temperature reached 

n the range of the homogenization and forging temperatures. Ye 

t al. [21] reported the dissolution of γ ʹ and γ ʺ close to the weld 

ine on both sides of a dissimilar LFW of IN713LC and IN718. How- 

ver, the re-precipitation of γ ʹ was only observed in IN713LC in as- 

eld state. All these material evaluations and changes could have a 

uge impact on the mechanical properties of the weldment. How- 

ver, the influence of the microstructure on plastic deformation be- 

avior of the superalloys and consequently strengthening mecha- 

isms need to be assessed. 

It should be noted that it is not clear whether liquation of 

econd phases, which often induces microcracking during fusion 

elding of Ni-based superalloys, also takes place in LFW. Liqua- 

ion and liquation cracking have been observed by Smith et al. 

30] and Vishwakarma et al. [31] for LFW of as-serviced IN718 

nd Allvac 718 Plus, respectively. In addition, Raza et al. [ 32 , 33 ] re-

orted liquation cracks in the HAZ microstructure of gas tungsten 

rc-welded SLM IN718. However, for LFW of AD730 TM [34] , Was- 

aloy [19] , and dissimilar IN713LC-IN718 [21] liquation have not 

een reported. Besides, no liquation was observed by Jokisch et al. 

29] for dissimilar laser welding of SLM IN718 and IN625; however, 

oth alloys have almost the same mechanical properties at high 

emperatures. In contrast, dissimilar welding of alloys with signif- 

cant differences in their mechanical properties and strengthening 

echanisms increases the risk for liquation and therefore needs to 

e investigated. 
In the present study, a detailed microstructural analysis of LFW 

oints of two dissimilar Ni-based superalloys SLM IN718 and forged 

D730 TM is carried out, with a particular focus on the evolution 

f the strengthening phases and liquation. Microstructural evolu- 

ions, such as changes in volume fraction and size of precipitates 

n different zones and liquation are correlated with the evolution 

f microhardness, which could be useful to assess their impacts on 

trengthening mechanisms and mechanical properties of the joint. 

he obtained results will help in designing pre- and post-weld pro- 

edures and controlling the mechanical properties of weldments 

f dissimilar additively manufactured components to the conven- 

ional polycrystalline parts produced by the dissimilar welding of 

dditively manufactured components to the alloy is fabricated by 

raditional method. 

. Experimental procedures

The forged AD730 TM alloy was provided by Aubert & Duval. 

he alloy was vacuum induction melted (VIM) and then refined 

y vacuum arc remelting (VAR) in the form of an ingot that was 

hen radially forged into a bar-round billet. The billet was cut 

nto disks. The as-received disk of AD730 TM alloy is first solu- 

ionized (at 1080 °C for 4 h) and then wire electro-discharge ma- 

hined (EDM) to produce rectangular coupons ( L (length) = 26 mm, 

 (width) = 13 mm, and H (height) = 37 mm) for LFW. The initial

verage grain size of the microstructure was 41.36 ± 9.14 μm with 

 γ ’ volume fraction of 40% (the total volume fraction of all types 

f γ ’). Its chemical composition is provided in Table 1 . 

Similar rectangular coupons ( L = 26 mm, W = 13 mm, and 

 = 40 mm) of IN718 superalloy were selective laser melted by 

n SLM-125HL machine at IMT-Mines Albi, France, and used in 

s-fabricated conditions for LFW. Spherical shaped powders with 

 particle size distribution between 15 and 50 μm were used 

or SLM processing. The building direction was along with the 

 -direction perpendicular to the fabrication platform. Laser beam 

canning orientation in building direction was rotated successively 

or 67 ° in each layer to reduce microstructural anisotropy. Post- 

abrication chemical analysis was carried out by Atomic Emission 

pectroscopy (AES). The results are reported in Table 1 and are 

ased on an average of five measurements. 

The FW34-E20 LFW machine at TWI, Cambridge, UK was used 

or LFW of coupons from these dissimilar alloys. Fig. 1 shows 

 schematic of LFW processing. The pressure (both friction and 

orge) was applied perpendicular to the cross-section defined by 

he length and the width (i.e. area of L-W) of coupons. The di- 

ection of oscillations during LFW, was perpendicular to the SLM 

uilding direction of as-SLM-IN718 sample (on the top part of the 

s-SLM sample) and parallel in-plane of the contact the surface 

n contact with the AD730 TM . In order to remove any oxidation 

nd contamination, the contact surfaces were grinded by SiC pa- 

er up to 800 grade and cleaned out by acetone. Details of the 

FW processing conditions are provided in Table 2 and Fig. 1 . Axial 

hortening or height reduction after LFW is a reliable indication of 

he combined effects of LFW process parameters such as frequency 

f), oscillation amplitude (a), friction and forge pressures, and the 

elding time, which all affect the quality of the joint. 

Following the welding the sample was EDM cross-sectioned 

erpendicular to the welding line in the center of the sample 

long the longitudinal axis (the red rectangular area in Fig. 1 ). The 

ross-sectioned samples were polished by standard metallographic 

reparation techniques and etched by waterless Kalling and Marble 

olutions for microstructure investigations. A LEXT OLS4100 laser 

onfocal microscope was used for light microscopy (OM) inves- 

igation. Scanning electron microscopy (SEM) examinations were 

arried out on a Hitachi TM30 0 0 tabletop SEM as well as a Hi-

achi SU-8230 Field Emission SEM equipped with a Bruker Electron 



Table 1

Chemical compositions of bulk of alloys (wt.%). Chemical potentials for driving the elements by diffusion near the weld line are indicated

by positive sign that means element diffusion from AD730 TM to SLM IN718 and negative sign in the opposite direction.

Alloy Elements

Ni Fe Cr Co Mo W Al Ti Nb B C Zr Si

AD730-Forged Bal. 4 15.7 8.5 3.1 2.7 2.25 3.4 1.1 0.01 0.015 0.03 –

IN718-SLM Bal. 15.7 20.54 0.1 3.13 – 0.34 1.17 5.1 0.002 0.04 0.018 0.01

AD730-IN718 + 5.35 −11.7 −4.84 + 8.4 −0.03 + 2.7 + 1.91 + 2.23 −4 No significant changes

Fig. 1. Schematic presentation of LFW process for dissimilar Ni-based superalloys of AD730 TM and as-SLM IN718 and H-SLM IN718 alloys. The building direction (BD) in the

SLM sample is shown with black arrow. The dashed rectangular area is EDMed for the microstructural analysis.

Table 2

LFW processing parameters in the current study.

LFW Sample a (mm) f (Hz) Friction pressure (MPa) Time of process (s) Forge pressure (MPa) Heat input (W m 

−2 ) Axial shortening (mm)

SLM IN718 & AD730 3 40 228 15.4 340 6.74 ×10 7 3.3

Fig. 2. EBSD grain map from different zones after LFW on both sides. The HAZ on the side of AD730 TM was not observed.
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ackscatter Diffraction (EBSD) and Quad Energy Dispersive Spec- 

roscopy (EDS) detectors. 

The particle size and volume fractions ( V f ) of all precipi- 

ates ( γ ’, γ ", and Laves) were analyzed and measured by digi- 

ized microscopic images using ImageJ analysis software. The size 

nd/or volume fraction are an average of 3–5 measurements. In 

ach case, area measurements were carried out on more than 

0 precipitates. 

The specimen for EBSD examinations was prepared on a 

uehler VibroMet TM polisher using a 0.05 μm colloidal silica sus- 

ension. Then, the specimen was ion milled by an Ion Beam 

illing System (IM 40 0 0Plus, Hitachi). Grain size variations in each 

lloy in the weld region, was measured with a step size of 0.47 μm 

n EBSD grain mapping ( Fig. 2 ). The step size was changed between

0 nm and 0.47 μm because of the grains size variations or re- 
rystallization taking place in LFW. The step size was 90 nm in 

egions having finer grain (close to the weld line or the WZ). It 

as changed to 0.47 μm in non-recrystallized regions with coarse 

rains (TMAZ, HAZ, and BM). At least 300 grains were character- 

zed for evaluating the average grains size at each zone of each 

lloy (see [35] and Section 3.4 , hereafter). The EBSD data were an- 

lyzed using Esprit software developed by Bruker for grains size 

istributions and EDS analysis. 

The microhardness (HV) was measured over approximately 

 mm distance from the weld line to the BM (load of 200 g and

 dwell time of 15 s) by a Future-Tech Vickers instrument was 

sed to measure the microhardness (HV) in order to evaluate the 

eld strength variations on the across-sectioned the weld regions 

FWed in both superalloys. Measurements were done over a dis- 

ance of approximately 3 mm from the weld interface to the BM. 



Fig. 3. (a, b) SEM image and EDS map of the analyzed regions in both superalloys across the weld line. (c) Line analysis with length 90 μm corresponding element profiles

across the weld line.
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t least five-line measurements were carried out at different dis- 

ances. 

. Results and discussion

.1. Chemical compositional change 

The compositional changes in each matrix were micro-analyzed 

y EDS across the weld line. EDS map scanning of major elements 

Ni, Fe, Al, Ti, Nb, and Mo) was carried out at 90 μm ( Fig. 3 ). The

iffusion profile of each element could be seen as a “plateau” for 

he as-welded bi-metallic welds. The distribution of elements such 

s Ni, Fe, Al, Ti, Nb, and Mo, in the intermixed region near the 

eld line is and evidence of their diffusion profiles revealed by the 

DS line scan across the interface. Atoms were displaced from al- 

oy with the higher content to alloy with the lower content. The 

iffusion per se depends on the inherent diffusion coefficient of 

ach atom. As an example, Fig. 3 (b), presents the diffusion of Nb 
rom SLM IN718 alloy over a distance of about 13.2 μm. This diffu- 

ion distance for each element can be affected by thermomechani- 

al parameters, which are considered in the following sections (3.2 

nd 3.3) of this study. 

The combination of rapid heating and sever plastic deformation 

uring LFW assisted the diffusion of these elements on both sides 

f the contact surfaces and the formation of the transition regions. 

hat is why Fe, Mo, and Nb atoms migrated from SLM IN718 to- 

ards AD730 TM and Ni, Al, and Ti diffused from AD730 TM to IN718 

esulting in the bonding at the weld interface. Senkov et al. [23] re- 

orted the same trends for IFW of dissimilar Mar-M247 and LSHR 

uperalloys. 

The mutual diffusion of elements between dissimilar alloys 

ould provide a strong metallurgical bonding without forming any 

armful intermetallic compounds such as γ / γ ’ eutectic and/or li- 

uation under LFW high temperature compression. Such elemen- 

al diffusion could alter the local chemical composition of precipi- 

ates like Laves phase close to the weld line of SLM IN718, which is 
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ommonly found in friction-welded Ni-based superalloys [21] . The 

iffusion of heavy elements such as Nb and Mo as constitutional 

lements of the Laves phase in IN718 decrease the volume fraction 

f this phase near the weld line in WZ due to their dissolution 

t high temperatures (1200–1250 °C) and drastic plastic staining 

n the weld region. As a consequence, the mechanical properties 

f both SLM IN718 and AD730 TM can be altered (through the in- 

reasing solid solution strengthening mechanism). AD730 TM alloy 

xperienced less deformation and mechanical mixing than SLM- 

N718, resulting in less extended transition region on the AD730 TM 

ide. Similar results were also found in dissimilar inertia friction 

elding of Mar-M247 to LSHR [23] , U720Li to IN718 [26] , IN718 to

M45C steel [36] , and IN718 to Ti6Al4V [37] , where the transition 

egions were larger in alloys presenting a lower volume fraction of 

trengthening phase. 

.2. Precipitates distribution analysis 

Apart from variations in grain size and misorientations in differ- 

nt zones of the LFW joint on both sides [35] , significant changes 

ere also observed in the volume fraction, morphology, and distri- 

ution of the second phases (e.g., γ ′ and Laves). Figs. 4 and 5 (a)

llustrate size and volume fraction variations of different γ ′ vs dis- 

ance from the weld interface. A trimodal distribution of γ ׳ particle 

ractions ( γ p ’ (9%), γ s ’ (27%), and γ t ’ (2%)) was revealed in the BM

one in forged AD730 TM alloy where the microstructure prior LFW 

as unaltered. 

Masoumi et al. [ 34 , 38 , 39 ] investigated the precipitation of sec-

ndary phases (all types of γ ’) in LFW of AD730 TM . They reported 

hat the gradient in deformation rates affected the kinetics of dis- 

olution and re-precipitation of γ ’ phases. Furthermore, the differ- 

nt primary, secondary, and tertiary γ ׳ sizes could also affect their 

olvus temperatures. 

With a decrease in distance from the weld interface, the γ ′ pre- 

ipitates volume fraction and size were decreased. As shown in 

ig. 4 (a) and (b), close to the WZ and in the TMAZ, primary γ ′
recipitates are located mostly on grain boundaries. The γ p 

′ parti- 

les started to be dissolved from 0.3 mm, while γ s ’ and γ t ’ were 

issolved at a distance of 1 mm from the weld line. The total vol- 

me fraction of all forms of γ ′ precipitates at 1 mm from the weld

nterface was similar to that of the initial BM. 

As shown in Figs. 4 (d, e) and 5 (a), both intergranular and in-

ragranular γ ’ were distributed in the BM as a function of the 

istance between the weld line and beyond 1 mm from it. The 

article size distribution for γ p ’ typically varied between 0.7 and 

.2 μm from the WZ to the BM; respectively, 200 to 700 nm for 

s ’, and 30 to 90 nm for γ t ’ in the BM zone. Fig. 5 (a) demon-

trates that the LFW process has caused significant dissolution of 

ll forms of γ ’ in the WZ. It is observed that toward the weld line,

rst, γ t ’ was dissolved, followed by γ s ’ and finally, fine γ p ’. This 

nding indicates that TMAZ width is around 1 mm ( Figs. 4 and 5 ),

here an increase of the fraction of γ p ’ was revealed from the WZ. 

t must be emphasized that it is very difficult to fully suppress γ ’ 

recipitation while cooling from a partially/fully solutionized tem- 

erature to the room temperature. The dissolution behavior of dif- 

erent γ ’ reveals the existence of different thermal gradients exist 

rom the weld line to the BM. Masoumi et al. [ 38 , 40 ] reported that,

n AD730 TM alloy, the full dissolution temperatures of primary, sec- 

ndary, and tertiary γ ׳ are around 1220 °C, 1120 °C, and 850 °C, re- 

pectively. As a result, it is supposed that the welding temperature 

t the WZ, which can be affected because of a high heating rate 

~ 350–400 °C s −1 [ 18 , 31 ]), which was achieved at least 1220 °C
1200–1250 °C). 

Figs. 5 (b) and 6 show the evolution of Laves particles and mi- 

rostructure in SLM IN718 at different locations from the weld line 

o the BM region. The distribution of Laves particles in the IN718 
as investigated in both pre-weld (in HAZ and BM zones [41] ) 

nd post-weld conditions. Fig. 6 (a, b) shows spherical (or semi- 

pherical) Laves particles within the grains in the WZ. From the 

Z to the BM, the shape of the Laves phase was changed from 

pherical to long-striped (irregular and elongated particles with 

igger aspect ratio) in the interdendritic regions in the HAZ and 

M. In the TMAZ ( Fig. 6 (c)), the volume fraction of this phase in-

reased. In the HAZ ( Fig. 6 (d, e)), both spherical and long-striped 

hapes precipitates could be observed in the blocky zones which is 

n agreement with the investigation reported in [41] . 

As well AD730 TM side, in addition of grain size and misorien- 

ation changes in different zones of the LFW joint, a significant 

hange was also observed and the volume fraction and distribution 

f the Laves particles (white particles) as well as the Nb content in 

hem were quantified. As shown in Fig. 5 (b), the volume fraction 

f the Laves phase and Nb content were increased from the WZ to 

he BM. 

The laves phase volume fraction was increased as a function of 

he distance from the weld line. Furthermore, the amount of Nb as 

ne of the constitutional elements of Laves phase (Ni,Cr,Fe) 2 (Nb,Ti) 

as increased. The Laves phase particles were dissolved within the 

atrix at the WZ. The lower amount of Nb in the Laves and also 

he lower fraction of this phase at the WZ reveal that during LFW, 

he temperature was high enough beyond 1150 °C and led to dis- 

olve the Laves and redistribution of Nb by short-range diffusion 

o the matrix. 

.3. Effects of thermomechanical compressive strain 

In the TMAZ, in addition to grain size, the volume fraction of 

he Laves phase was higher than the WZ due to their different 

hermal gradients, heating and cooling rates, and drastic reductions 

n compression effects (or strain). It has been reported [ 42 , 43 ] that

he diffusion of solutes in the matrix increases exponentially with 

ompressive strain as: 

 s = D. exp 

(
−Q 

′ S
KT 

)
(1) 

here D s and D are respectively the diffusion coefficients un- 

er strain and free loading conditions. Q’ = d Q /d S is the varia-

ion of activation energy of diffusion ( Q ) due to the change of the

train ( S ) (negative for compressive strain and positive for tensile 

train). K and T as the Boltzmann’s constant and the temperature 

in Kelvin), respectively. Kringhøj [44] reported that the vacancy- 

ssisted mechanisms are dominant for elemental diffusions at high 

emperatures in the matrix. Energy calculations [ 44 , 45 ] showed 

hat the formation energy of the vacancies decreases with applied 

ompressive strain. According to Eq. (1) , at high temperatures, the 

pplication of compressive forging loads (strain at forging stage is 

qual to ~ −24.9) can enhance the diffusion processes of the solute 

lements into the matrix at high temperatures whereas imposing 

ensile strain slow down the processes. 

It should be noted that recrystallization was not observed in the 

AZ. However, in some zones the so-called blocky zones, with in- 

erdendritic Laves precipitates were partially dissolved leading the 

iffusion of Nb and Mo into the γ matrix of SLM IN718 ( Fig. 6 (d,

)). As reported by [41] , the thickness of HAZ was controlled by the 

eating and cooling rates and the shape of the Laves phase was 

hanged from long-striped to spherical within the blocky zones. 

ence, due to enough equivalent time ( t e ) and temperature ( T )

ontrolling the diffusion of elements from the core of the dendrite 

nto interdendritic regions, no liquation and eutectic composition 

ere found in the HAZ. The influence of the heating/cooling rates, 

ime (15.4 s), and temperature (1200–1250 °C), on the diffusion 

istance ( x ) in the HAZ, was reported by Tabaie et al. [41] . In this



Fig. 4. FE-SEM images of different γ ′ precipitates in LFWed AD730 TM and SLM-IN718 (a, b) at the WZ and weld interface, (c) in the TMAZ or ~0.2 to 1 mm from the weld 

interface, and (d) (e) secondary ( γ ′ 
s ) and tertiary ( γ ′ 

t ) γ ′ in the BM of AD730 TM . 
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odel x can be estimated by considering the strain assisted diffu- 

ion changes in the TMAZ: 

 = 

√
D e t e (2) 

 e = D ( m 

2 /s ) = 1 . 04 × 10 

−6 exp ( −201700 /RT ) (3) 

here t e is the equivalent holding time for the entire diffusion pro- 

ess acting at different stages (heating + holding + cooling cycle). 

 is the universal gas constant, Q (201,700 J mol −1 ) is the equiv-
lent activation energy for the diffusion process of Nb in Ni, T is 

he equivalent temperature during LFW. The activation energy and 

emperature values used in Eqs. (2 - 5 ) were obtained from refer- 

nce [41] . For the HAZ, the diffusion coefficient of Nb in Ni can 

e estimated from D e ( Eq. (3) ). As a result, in the TMAZ, where is

ffected by both the temperature (high heating rate) and compres- 

ive strain, the diffusion distance can then be estimated as (replac- 

ng Eqs.1 and 3 in Eq. (2) ): 

 = 

√
D s t e (4) 



Fig. 5. Variation of (a) volume fraction of γ ′ in AD730 TM , and (b) Laves phase and Nb content in the Laves particles in SLM IN718 as a function of the distance from the 

weld interface.
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 x = 

√
D e . exp 

(
−Q 

′ S
KT 

)
. t e (5) 

n the basis of Eq. (5) , it was found that the diffusion distance

 x ) increased during the forging stage of the LFW process where 

mportant compressive strains are applied to the interface. In the 

bove calculations, it was assumed that the weld line temperature 

as in the 1200–1250 °C range and the heating and cooling rates 

ere 350–400 °C s −1 and 50–80 °C s −1 , respectively. Specifically, 

he maximum value of x, in the absence of any applied strain, was 

85 nm, while this value was increased by almost 7–10 times after 

pplying the compressive strain. 

The Nb contents, in the bulk of the matrix, were measured 

or 5.1 wt.% and 1.1 wt.% in as-SLM IN718 and AD730 TM , respec- 
ively. However, by segregating Nb and Mo at interdendritic re- 

ions during the solidification, the Laves phase could form in SLM 

N718. Hence, the Nb concentration in the matrix close to the Laves 

hase in dendrite (3.33 wt.%) was lowered. As shown in Fig. 7 , the

mount of Nb in the matrix of the SLM IN718 side increased from 

.48 ± 0.32 (wt.%) at a distance of 60 μm to 4.81 ± 0.18 (wt.%) at 

 distance of 20 μm from the weld line (in the WZ), while the Nb

oncentration decreased close to the weld line (4.3 ± 0.3 wt.% at 

0 μm, point 1). In AD730 TM alloy, the Nb content close to the weld

ine was higher than the bulk and decreased as we move away 

rom the weld line. Therefore, it indicates that the Nb concentra- 

ion in the matrix increased from the BM to the WZ (in SLM IN718)

ue to the dissolution of the Laves phase and its diffusion back to 

he matrix. However, very close to the weld line, the compressive 



Fig. 6. SEM images of the microstructural evolution in SLM-IN718 after LFWed to AD730 TM alloy: (a, b) the weld line and spherical Laves particles formed in the WZ, (c, d)

the TMAZ, (d, e) HAZ with mixed spherical and long-striped Laves particles, and (f) the BM with long-striped interdendritic Laves.
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train was more effective than the temperature on elemental dif- 

usion, leading to a more extended diffusion distance ( x ) and mi- 

ration into AD730 TM . 

High compressive strain levels leading to a total axial length 

hortening of about 3.3 mm (2.14 mm for SLM IN718 and 1.16 mm 

or AD730 TM ) increase the diffusivity (by 7–10 times) of con- 

tituent elements of secondary phases (e.g., Nb in Laves phase) 

nto the γ matrix, as reported in Table 2 and Fig. 7 (b). As the

resence of γ ’ and Laves particles above their solvus tempera- 

ures (i.e., ~1200 °C and 1150 °C, respectively) is a prerequisite 
or their liquation, the “accelerated” dissolution of these parti- 

les can reduce or even suppress the propensity for γ ’ and Laves 

iquation. 

In the present study, the liquation phenomenon was not ob- 

erved on the AD730 TM side of the joint. On the SLM IN718 side, 

lthough liquation was expected, due to the applied high temper- 

ture (greater than the eutectic Laves/ γ temperature), no liquation 

as observed in the WZ, the TMAZ, and the HAZ. This behavior 

an be attributed to the high heating and cooling rates and applied 

ompressive strain during LFW. 



Fig. 7. (a) SEM micrograph from the weld line, (b) variation of Nb in the γ matrix obtained from different EDS spot analysis in both superalloys close to the weld line after

LFW.
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The local elastic field in the vicinity of the interfacial disloca- 

ions may promote the acceleration of the diffusion processes and 

f the γ + γ ’ → γ reaction. Giraud et al. [46] reported that the 

pplied stress/strain at high temperature enhances the secondary 

hase ( γ ’) dissolution kinetics. 

At low temperatures, solute atoms have low mobility within the 

attice, while at higher temperatures, they become mobile along 

ith dislocations [47] . The accumulation of solute atoms in mobile 
islocations further strengthens the obstacles (e.g., pile-up disloca- 

ions), raising the critical stress needed to overcome these obsta- 

les. When the applied flow stress exceeds the critical stress, these 

obile dislocations move to the next obstacles (with increased 

train and relaxed stress). Therefore, increased high-temperature 

lastic deformation, in combination with the applied stress, pro- 

ote precipitate dissolution and increase dislocation density ( ρd ) 

see Eq. (6) ). This, in addition to lattice diffusion, enhances the ef- 
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ective pipe diffusion coefficient ( D peff), particularly at the γ / γ ’ in- 

erfaces [ 46 , 48 ]: 

d = 

10

b 2 

(
σ

μ

)2

(6) 

 Peff = ρ. a p . D p (7) 

here ρd , b , and μ are the dislocation density, the Burger ̓s vec- 

or, and the shear modulus of the alloy under applied stress, re- 

pectively. The parameter of a p . D p is the pre-exponential term of 

ipe diffusion for Ni alloys (3.1 × 10 −23 m 

4 s −1 ). a p is the cross-

ectional area of the dislocation pipe in which fast diffusion is tak- 

ng place. The values of applied frictional and forge pressures ( σ ) 

uring linear friction welding were 220 and 340 MPa (total pro- 

ess time t p = 15.4 s), respectively. As reported by [34] , lattice 

nd pipe diffusion can enhance the self-diffusivity of the elements 

nd influence the extent of liquation in the LFW process. Accord- 

ng to Eqs. (6) and (7) , the application of compressive stress dur- 

ng LFW (at maximum temperature of 1250 °C) results in by 33 

nd 31 times increase in the diffusivity in the matrix of SLM IN718 

nd AD730 TM , respectively. On LFW of AD730 TM [34] , Masoumi 

t al. reported that with an applied forge pressure of 265 MPa 

 t p = 10 s), the diffusivity increased by around 25 times, and no li-

uation was observed. While for LFWed IN738 [49] with an applied 

orge pressure 90 MPa ( t p = 21.6 s), the diffusivity increased by 

.35 times and intergranular liquation, caused by non-equilibrium 

hase reactions, occurred in the microstructure. However, the oc- 

urrence of liquation was suppressed in LFW of Waspaloy [45] by 

pplying specific LFW conditions which increased the diffusivity by 

.7 times (applied friction pressure 90 MPa, t p = 4.4 s, and tem- 

erature in the weld line measured at 1220 °C). As a result, the in-

rease in the dissolution kinetics of secondary phase with the level 

f plastic deformation (friction and forge pressures) may be due to 

n enhanced diffusion by dislocation pipe diffusion mechanism. In 

ddition to an applied higher stress (e.g., in this study and similar 

elding of AD730 TM ), a shorter process time at high temperatures 

uring the LFW process (e.g., similar to LFW of Waspaloy) can re- 

uce the liquation in the microstructure. 

Although less strain (35% of total axial shortening) was applied 

o AD730 TM alloy as compared to SLM IN718, the effect of com- 

ressive strain was more significant on the dissolution of its sec- 

ndary phases than of the Laves phase in SLM IN718, due to the 

omplete dissolution of the γ ’ phases in the WZ on the AD730 TM 

ide. It should be noted that the complete dissolution of the Laves 

hase needs higher temperature and more time for inter-diffusion 

f Nb and Mo, as compared to the diffusion of Al and Ti to the

atrix, as also reported by [ 50 , 51 ]. Therefore, the impact of this

henomenon on the mechanical properties of the joint needs to 

e investigated, and this is done in Section 3.4 . 

In addition, the absence of liquation (and liquation cracking) 

nd eutectic compositions ( γ / γ ’ and γ /Laves) could be explained 

y the parameters that influence particle liquation and subse- 

uent cracking during friction welding. As reported by Smith et al. 

30] , rapid heating-up in LFW (30 0–50 0 °C s −1 ) altered the ther-

odynamic equilibrium conditions that can favor the early re- 

elting of grain boundaries, and later, their rapid solidification 

non-equilibrium) through an increase of elemental diffusion (in- 

ergranular liquid film migration). Moreover, Ola et al. [ 49 , 52 ], who

imulated the LFW of superalloy Inconel 738 (IN738) and a sin- 

le crystal superalloy by Gleeble, reported the effect of stress- 

nduced compressive strain (in the WZ and the TMAZ) on back- 

iffusion, which controls the isothermal re-solidification of intra- 

ranular metastable liquid. They observed that imposing compres- 

ive strain significantly aided the re-solidification of the intragran- 

lar liquid, where increased the diffusivity of solute atoms resulted 
n enhanced back-diffusion and healing. Therefore, under compres- 

ive strain (at the forging stage of LFW), the diffusion of a solute 

tom can be enhanced in the WZ and the TMAZ. 

Despite the absence of a compression strain in the HAZ, no li- 

uation was observed in that region due to the influence of the 

igh heating rate (10 0–20 0 °C s −1 ) on increasing the elemental dif- 

usion (Nb and Mo) at the interdendritic region [41] . Moreover, Ojo 

t al. [53] and Vishwakarma et al. [31] reported another mecha- 

ism for suppressing liquation by the diffusional coherency strain 

n the HAZ due to the atomic size mismatch between secondary 

hase constituent elements and matrix atoms in IN738 alloy. This 

echanism can cause intergranular liquid film migration (LFM), 

here no externally applied stress is involved. On the contrary, 

y applying externally compressive stress/strain during LFW, the 

nitiation of LFM is controlled by lattice solute back-diffusion and 

an be aided by strain-enhanced diffusivity. As a result, eliminating 

oth intergranular and intragranular liquid films in the HAZ during 

FW was achieved by a combination of rapid heating and cooling, 

olute back-diffusion, and LFM. 

.4. Microhardness 

The effects of grains size and misorientation on the microhard- 

ess of this joint are reported in Ref. [35] . The microhardness vari- 

tions across the weld line toward the BM zone on both sides are 

hown in Fig. 8 . The average microhardness of the BMs in AD730 TM 

nd SLM IN718 superalloys is respectively 393 and 340 HV (which 

re similar to the hardness of the alloys before LFW). The hard- 

ess in SLM IN718 decreased from 281 ± 9 HV at −500 μm from 

he weld line to 236 ± 4 HV close to it. The lowest hardness (236 

V) was measured at ~115 μm from the weld line. The average 

easured hardness on the AD730 TM side increased from 364 ± 11 

V at + 10 0 0 μm from the weld line to 443 ± 7 HV close to it.

he highest hardness (443 HV) was found at 85 μm from the weld 

ine. 

The hardness in AD730 TM decreased from the WZ toward the 

MAZ (until ~ 10 0 0 μm), and then increased towards the BM up to 

93 ± 4.5 HV. In SLM IN718, after the TMAZ, the hardness contin- 

ously increased from the WZ (236 ± 4 HV) to the TMAZ (281 ± 9 

V), and then increased up to 341 ± 8 HV in the BM. As shown in

ig. 8 , close to the BM in SLM IN718, the hardness increased in the

AZ, having a thin layer (20–60 μm), and then decreased again 

oward the BM. 

The microstructure in the WZ could be homogenized due to the 

igh temperature generated during LFW (1200–1250 °C). AD730 TM 

resents the hardening behavior, while SLM IN718 presents soften- 

ng, as also reported by other authors when IN718 is welded to 

ther alloys with higher strengths [ 17 , 54 , 55 ]. As mentioned, the

trengthening phases were completely dissolved in the WZ. This 

eans that no precipitation hardening was expected in this region. 

herefore, the observed hardness variation in the WZ can be at- 

ributed to grain size changes according to the Hall-Petch relation- 

hip [21] : 

y = σ0 + k y . d 
−1 / 2 (8) 

here σ y is the yield stress, σ 0 is the friction resistance for dislo- 

ation movements in the slip bands, k y is the Hall-Petch parameter 

nd d is the average grain size. It is known that the yield stress 

an be empirically related to the microhardness. As the WZ is free 

f secondary phases, microhardness variations can basically be re- 

ated to the grain size. However, the evolution of the microhard- 

ess in the WZ is different in SLM IN718 as compared to AD730 TM 

uperalloys. 

In the WZ of SLM IN718 at 250 μm from the weld line, the 

rains size increased from 2.25 to 5 μm, but the decrease of 

he hardness did not obey the Hall-Petch relationship, whereas in 



Fig. 8. Microhardness profiles as a function of distance from the weld line of two LFWed samples.
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D730 TM , the microhardness increased with the grains size de- 

rease according to this relationship. Although all precipitates (ex- 

ept MC carbides) were dissolved in the WZ on both sides of the 

eld line, the different hardness behavior variations reveal that 

he contribution of second phase to the strength of IN718 alloy is 

igher than the one from grains size refinement as also reported 

y [50] . The same trends are also found in dissimilar joint after 

FW of IN718 to IN713LC [21] . The effect of other hardening mech- 

nisms (e.g., matrix solid solution strengthening, grains misorien- 

ation, and pile-up dislocations at grain boundary) has been dis- 

ussed in a recent publication by the present authors [35] . 

In the TMAZ, the hardness in the SLM IN718 is lower than the 

M ( −21%) and higher than the WZ ( + 16%). It is expected that el-

ments such as Ni, Mo, Al, and Ti forming the secondary phases 

Laves, γ ’/ γ " and δ) diffused to the matrix, will slightly increase 

he hardness by solid solution strengthening [ 13 , 56 ]. In the TMAZ, 

he effect of compressive strain is less than WZ. However, the dif- 

usion distance ( x ) of Nb at 10 0 0–1150 °C, even without consider-

ng the strain Eqs. (2) and ( (3) ), could reach 294–306 nm (know-

ng that the dendrite arm spacing is 820 ± 130 nm). Therefore, 

he secondary phases, the solid solution, plastic strain, and grain 

ize can affect the hardness of the TMAZ. The hardness of AD730 TM 

howed a decrease in the TMAZ due to the dissolution of γ ′ par- 

icles, and an increase in hardness by the grain refinement in the 

Z. It must be emphasized that although the grain size increased 

fter the TMAZ toward the BM (from 5 to 52 μm for SLM IN718

nd 10 to 41.36 ± 9.14 μm for AD730 TM ), the hardness is greater 

n the BM than in the TMAZ. This indicates that in these regions 

he hardness is less affected by the temperature and deformation 

strain and strain rate), and here, secondary phases ( γ ʹ, Laves, and 

’/ γ ") remained undissolved during the LFW process. 

In SLM IN718, in the narrow HAZ, between the TMAZ and the 

M, the hardness increased as compared to the BM presumably 

ue to the partial dissolution of Laves phases (mixture of spherical 

nd long-striped shapes), the diffusion of Nb and Mo in the ma- 

rix (solid solution), and the remaining strengthening phases (e.g., 

" in size of ~80 μm) in the blocky zones, as also reported by 

41] . Therefore, the effect of the Laves phase on the yield strength 

s achieved by influencing the volume fraction, the size, and the 

istribution of γ " phase due to the effect of high heating rate 

 4 , 41 , 57 ]. 
In the BM zone, secondary precipitates such as Laves phase 

lus γ ’ and γ " phases could remain in the microstructure, as also 

eported by [58] . On the SLM IN718 side, as the distance is in-

reased from the weld line, the hardness increases continuously 

ntil reaching that of the BM. Furthermore, despite the larger grain 

ize in the BM, its hardness is more than the WZ and the TMAZ, 

hich can be attributed to the formation of cellular substructures 

nd dendritic/cellular segregation occurred due to the high cool- 

ng rates during the SLM process. The grain boundaries and the 

ub-grain boundaries are highly decorated with micro-segregated 

articles (Laves phases and to some extent MC carbides) ( Fig. 6 (f), 

hite particles) [50] . These sub-grain boundaries contained precip- 

tated particles and high density of dislocation networks [ 50 , 59 ]. 

he boundaries between cellular microstructure induce more dis- 

ocation interactions and hamper dislocation movements which 

an increase the hardness of the alloy by dislocation strengthen- 

ng mechanism. However, the hardness in the BM was lower (~7%) 

han in the HAZ, due to the long-striped shape of Laves particles in 

he BM, which can reduce the strength and ductility of the alloy, 

s also reported by [41] and Sui et al. [57] . 

As a result, in the SLM IN718, the contribution of precipitation 

ardening mechanism (plus contribution of dislocation strengthen- 

ng) is more than grain refining effects. On the contrary, on the 

D730 TM side, although the grains size in the BM is larger than in 

he TMAZ, its hardness was higher (by ~10%) due to the presence 

f primary, secondary, and tertiary γ ’ phases. This points to a sig- 

ificant effect of precipitation on the strength ( σ ppt ) and its impact 

n dislocation movement or strengthening by dislocation ( σ dis ). 

owever, the effects of solid solution ( σ ss ) and grain size or grain 

oundary movement ( σ gb ) mechanisms are generally higher than 

thers in AD730 TM alloy. The possible contribution of ultrafine γ ʹ
recipitate ( γ p ́, 2–10 nm) to the strength of the alloy should also 

e considered in the WZ. As reported by several authors [ 38 , 60 ]

he complete dissolution of γ p ́ in AD730 TM in the temperature 

ange experienced during the LFW process is unlikely. On the other 

and, it is also possible that some ultrafine γ ʹ precipitate form 

uring the post weld cooling step. However, in the present work 

uch precipitates were not observed in the microstructure indicat- 

ng that the selected LFW conditions resulted in the absence of 

recipitates in the final microstructure of the WZ. Therefore, in the 

nalysis of the results, no contribution to the hardness of the alloy 



Fig. 9. Variation of hardness and the size of secondary phases with distance from the weld line on (a) AD730 TM and (b) SLM IN718 sides.
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s considered. It must be noted that, even if some precipitates are 

resent, undissolved during heating or formed during cooling, the 

ontribution to the strength should be negligible. Finally, it is well 

nown [ 21 , 61–63 ] that the hardness and other mechanical prop- 

rties of similar and dissimilar alloys LFWed can be enhanced by 

pplying proper post-weld heat treatment cycles through precipi- 

ation hardening. 

.4.1. Effects of secondary phases 

According to Eqs. (9 –14 ), the changes in the volume fraction (in 

ccordance with the portion of elements in the composition of the 

aves and γ ʹ/ γ ʺ phases and without δ phase) and the size of sec- 

ndary phases ( Fig. 9 (a, b)) can alter the hardness. 

In as-SLM IN718 [57] : 

x Al −matrix ( 1 − f Laves − f γ ′ − f γ ′′ ) + x Al −Laves f Laves 

+ x Al −γ ′ Ni 3 Al f γ ′ −Ni 3 Al = x Al −total (9) 
x Ti −matrix ( 1 − f Laves − f γ ′ − f γ ′′ ) + x Ti −Laves f Laves 

+ x Ti −γ ′ Ni 3 Ti f γ ′ −Ni 3 Ti = x Ti −total (10) 

x Nb −matrix ( 1 − f Laves − f γ ′ − f γ ′′ ) + x Nb −Laves f Laves 

+ x Nb −γ ′′ f γ ′′ = x Nb −total (11) 

f γ ′ = f γ ′ −Ni 3 Al + f γ ′ −Ni 3 Ti (12) 

In AD730 TM for different types of γ ’ phase: 

 Al −matrix ( 1 − f γ ′ ) + x Al −γ ′ Ni 3 Al f γ ′ −Ni 3 Al = x Al −total (13) 

 Ti −matrix ( 1 − f γ ′ ) + x Ti −γ ′ Ni 3 Ti f γ ′ −Ni 3 Ti = x Ti −total (14) 
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here x Al −matrix , x Al −Laves and x Al −γ ′ N i 3Al are the concentration 

f Aluminum (Al) element in the matrix, Laves phase and γ ’- 

i 3 Al phase, respectively; x Ti −matrix , x Ti −Laves and x Ti −γ ′ N i 3Ti are 

he concentration of Titanium (Ti) in the matrix, Laves phase 

nd γ ’-Ni 3 Ti phase, respectively; x Nb −matrix , x Nb −Laves and x Nb −γ ′′ 
re the concentration of Nb element in the matrix, Laves phase 

nd γ " phase, respectively; x Al −total , x Ti −total and x Nb −total is 

he concentration of Al, Ti, and Nb in the material, respec- 

ively ; f Laves , f γ ′′ , f γ ′ −Ni 3 Al and f γ ′ −Ni 3 Ti is the volume fraction of

aves phase, γ " phase, γ ’-Ni 3 Al phase and γ ’-Ni 3 Ti phase, respec- 

ively. 

As mentioned in Section 3.3 , the accumulation of solute atoms 

n mobile dislocations around precipitates could further strengthen 

he obstacles and raise the critical stress needed to overcome 

hese obstacles [ 10 , 64 ]. The obstacles could temporarily or perma- 

ently block dislocation movements. During the LFW process, so- 

ute atoms can free themselves from forest/pile-up dislocations to 

elp dislocation movements via pipe diffusion. Several factors, such 

s anti-phase boundary energy ( γ APB ) (207 and 378 mJ m 

−2 for γ ʹ
nd γ ʺ, respectively, in IN718 [ 47 , 65 ] and 264.8 mJ m 

−2 [66] for

nd AD730 TM , respectively) as a function of ordered γ ’ and co- 

erent γ ", volume fraction ( V f ) and size ( r ) of γ ’/ γ ", may affect

he precipitation strengthening mechanism [ 14 , 21 , 38 , 39 , 65 , 67 , 68 ],

hich is generally characterized by a critical resolved shear stress 

 �τ total ). The strength of the material can be adequately accounted 

or mainly by the coherency hardening mechanism (Orowan loop- 

ng being the other mechanism). According to Eqs. (15 and 16 ), the 

ritical resolved shear stress increases with increasing γ APB and 

article size for underaged particles (ordered secondary and/or ter- 

iary γ ’ in AD730 TM and ordered-coherent γ ’/ γ " in SLM IN718), 

hereas for overaged or large particles (ordered primary γ p ́ in 

D730 TM ), the critical resolved shear stress increases with increas- 

ng V f , γ APB , and decreases with increasing particle size ( Eq. (17) ).

urthermore, based on the coherent strain strengthening mech- 

nism [ 47 , 69 ], the interaction of the dislocations and the stress

eld generated around the γ ′′ precipitates in IN718 plays a crucial

ole in the strengthening (more effective than γ ʹ [11] ) ( Eq. (18) ) 

 11 , 65 , 67 , 70 ]. The effect of the size of strengthening phases on the

ardness results for both alloys is shown in Fig. 9 . 

τ c = 

γAPB 

2b 

[(
6 γAPB V f r 

πT 

) 1
2

− V f 

]
( in both alloys ) (15) 

τ c = 

γ ′′ 
APB

2b 

[ (
γ ′′

APB V f γ ′′ 

πT 

)(√
6 Rh 

3 

)1 / 2

− βV f γ ′′

]
( in IN 718) (16) 

τ c = 

√
3 

2 

(
Gb 

r 

)
V 

1 / 2 

f 

w 

π3 / 2 

(
2 πγ APB r 

wGb 

2 
− 1 

)1 / 2

( in AD 730) (17) 

τcoherency = 1 . 7G (ε ) 3 / 2 
(

V f γ′′ (1 − β) 

2b 

)1 / 2
h 

R 

1 / 2 
( in IN 718) (18) 

here b is the Burger’s vector for the 〈 110 〉 dislocations (2.492 
˙ 
 for IN718 alloy [ 47 , 65 ] and 2.45 ˙ A for AD730 TM [71] ), r is the

ize of the γ ’/ γ " particle, T is the dislocation line tension which 

s equal to 0.5 Gb 2 , G is the shear modulus (average 75.4 GPa for

ʹ/ γ ʺ in IN718 alloy [ 47 , 65 ] and 76.3 GPa for AD730 TM [71] ), and

 is a dimensionless constant (~1). ε is ( = 0.498% −0.632%) the 

attice misfit between the γ ′′ precipitate and the matrix. β , R ,

nd h represent the constant ( 1 3 ) related to the distribution of 

" precipitates, the semi-major, and semi-minor axis lengths of 

he γ " precipitates, respectively [65] . The increased yield strength 

alue is �τ total (sum of Eqs. (15 - 18 ) for each alloy). Therefore, 

he higher strength (hardness) of the material can be achieved 
y the coherent strain strengthening of the matrix, the precipita- 

ion of nanoscale γ ’/ γ " and microscale γ p ’ phases (optimum size 

nd number of particles [72] ), and the dislocation interactions with 

articles. 

A large volume fraction and fine particle size are generally ben- 

ficial for strengthening. The total strength can therefore be ob- 

ained as [ 10 , 12 , 14 , 64 ]: 

y = σ0 + σss + σgb + σppt + σdis ( MPa ) (19) 

here σ ss , σ gb , σ dis , and σ ppt are contributions from solid solution 

trengthening, grain boundary strengthening, dislocation strength- 

ning and precipitation strengthening, respectively. According to 

he Figs. 5 , 8 , and 9 , the effects of the precipitation (size and vol-

me fraction) mechanisms can be realized. 

As mentioned above, and shown in Fig. 9 (a), in the WZ of 

D730 TM , the impact of grain size (and/or possible ultrafine undis- 

olved precipitates) on the hardness of the material was more than 

recipitation. However, the effect of precipitation was more than 

rain size toward the BM due to increasing the size and volume 

raction) of γ p ́ (close to the grain boundaries) and γ s ’ and the 

resence of γ t ’ in the matrix ( Fig. 5 (a)). In Fig. 9 (b), in the WZ of

LM IN 718, the grain size reduction could not increase the hard- 

ess and the strength of the material (according to the Hall-Petch 

elation). It reveals the significant impact of precipitation and the 

econdary phase dissolution (Laves and γ ’/ γ ") on the strength- 

ning of this alloy. From the WZ to the BM of SLM IN718, the 

ardness and probably strength of the alloy increased due to both 

ndissolved secondary phases and small grains size (in the TMAZ). 

owever, as revealed in the HAZ ( Figs. 5 (b) and 6 (d, e)), the ob-

erved increase in hardness can be attributed to the sum of the 

ontributions from the Laves phase, Nb micro-segregation, and γ " 

hase. 

. Conclusions

In this study, two Ni-based superalloys fabricated by two differ- 

nt methods, SLM IN718 and a forged AD730 TM , were linear fric- 

ion welded. Variations of secondary phases across the weld line 

ave been studied following welding. The impact of the evolution 

f the microstructure on the microhardness has also been evalu- 

ted. Various evolutions of microstructural features of SLM IN718 

nd AD730 TM , specifically the dissolving of secondary phases, al- 

er the mechanical properties of LFWed parts. The main findings 

f this study can be summarized as follows: 

1) The different zones of LFWed joints were determined. The evo- 

lution of the precipitation or dissolution of secondary phases 

and microhardness as a function of strengthening mechanisms 

was found to be related to fundamental metallurgical features 

such as grain size variations and secondary phases. 

2) The microhardness evaluation of LFWed samples showed a drop 

in the hardness of the TMAZ in AD730 TM due to the dissolution 

of 90% of secondary γ ’ and all tertiary γ ’ volume fractions. On 

the other hand, with a decrease in distance from the weld line, 

the microhardness gradually increased due to grain refining in 

the microstructure. 

3) The strength of the SLM IN718 is more dependent on the sec- 

ondary phases and their morphology as precipitation hardening 

mechanism than the grain size, whereas on the AD730 TM side, 

the effect of grain size (and/or even possible presence of ultra- 

fine γ ʹ) on the strength of the alloy is more significant than 

that of secondary phases. This could be attributed to the ab- 

sence of solid solution elements (e.g., Nb, Mo, W, Co, and Cr) in 

the chemical composition of secondary phases. However, both 

the size and the volume fraction of all phases affect the hard- 

ness and mechanical properties of the joint. 
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4) A critical stress/strain is required to initiate plastic deforma- 

tion at an appropriate process time range (10–15 s) to gener- 

ate enough temperature (~1200 °C or higher than solvus tem- 

perature of secondary phases) to overcome the strength of the 

material during LFW. 
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